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Abstract— Corrosion process might occur over or beneath the surface of a material. Under-the-surface corrosion is more dangerous 
than other types as it is visually hidden. This research develops an imaging system to detect crevices resulting from subsurface 
corrosion. The system is built with a laser-generated acoustic (LGA) method, – using photoacoustic phenomena to generate acoustic 
waves from a laser and material interaction process, to construct a subsurface image of a metal. Though optical actuator is used, 
deeper penetration is achieved in the acoustic wave sensing, causing a change of intensity of the waves as they pass corrosion crevices. 
Measurement of the acoustic wave’s intensity is used to construct LGA image illustrating the subsurface condition of an object. There 
are three main components of the device, which are a laser, a microphone and a data processor. The laser beam is modulated and 
exposed to an object to create thermal contraction. The microphone records acoustic waves generated in the process and the data 
processor analyses the result. Comprehensive measurement is done over the entire surface of the object to create 2-dimensional 
images. This research reports an experimental result of the imaging system on an object with subsurface corrosion crevices. LGA’s 
images produced showed reasonably clear evolution process of the corrosion. In the experiment, the crevices emerge at 230µm depth 
were detected in the first 5 hours of the corrosion process. An advance analysis showed that the LGA images produced were able to 
show the evolution process of the shape of the crevices during corrosion. A mathematical model, based on acoustic transmission 
intensity equation, is designed to further examine the LGA image resulting in a curve which fits the measurement result with MAPE 
12% difference.  
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I. INTRODUCTION 

Corrosion is a degradation process of a material due 
to chemical reaction with its environment. Various studies 
have been reported by many researchers on the characteristic 
of corrosion to better mitigate its effect [1]-[5]. Corrosion 
may occur on the surface of an object or within it depending 
on the exposed parts to corrosive materials. However, 
corrosion beneath the surface has a higher risk of destruction 
as the initial symptoms of the damage are visually veiled. If 
it is not stopped in the early stage, eventually corrosion will 
spread throughout the object causing more massive 
destruction.  

Subsurface is a term commonly used for areas of 
corrosion that are invisible, for example, corrosion of metal 
beneath layers of paints which is called corrosion under the 
paint (CUP) [6].  Radio wave, a non-contact detection 
method is generally used in the detection of CUP as it is 
superficial. Terahertz NDE method, by using radio waves, is 
reported to detect roughness level of CUP up to 12.5µm [7]. 

On the other hand, by using near-field millimeter-wave Ka-
band (26.5-40 GHz) dan V-band (50-75 GHz) probes, it 
detected artificial CUP in a range of 150µm to 500µm [8]. 
Another type of subsurface is corrosion under insulation 
(CUI) which occurs on the surface of an object covered with 
an insulation material [9].  In general, the cover refers to 
thermal insulation used to reduce energy lost in a heating or 
cooling system [10]. Leaked insulation might cause liquid to 
flow in and trapped between the layers. This humid 
condition progressively will lead to corrosion on the surface 
of an object under the insulation layer. CUI has a significant 
impact on most industries as they use insulation method to 
increase their efficiency [11].  

Basically, CUP and CUI occur on metal structures where 
their surfaces are covered by other materials. However, 
subsurface corrosion might happen directly inside the metal 
body, which is slightly different from the other two 
subsurface corrosions. A contaminant particle trapped inside 
a material or spreading of oxidation from other parts such as 
pitting or crevice corrosion might trigger this type of 
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corrosion [9], [12]. This corrosion occurs as a result of 
abundant exposure of corrosive materials on a certain area 
which produces holes on the surface of an object. The holes 
lead to pits and eventually creates crevices over continues 
contact. Subsurface and undercutting corrosions are the 
examples of the evolution model of pits to crevices [13]. 
Sometimes, the tip of pits location is difficult to reach, and 
the crevices propagate inside the material. As the indicators 
of corrosion are hidden inside the body, the object’s surface 
is intact while the destruction is happening within. These 
conditions require a different method of detection from CUI 
and CUP as the corrosion symptoms are hidden, even after 
removing the insulation from the surface.  

This research is aimed to develop an imaging system to 
detect subsurface crevice corrosion inside a material by 
using acoustic wave interaction as results of the modulated 
laser, which is called Laser Generated Acoustic (LGA). This 
interaction is suitable for the gaps to cause an alteration in 
acoustic transmission coefficient. Therefore the intensity of 
the waves will shift as they pass through the crevice. 
Accordingly, a low scattering level with depth penetration 
ability of acoustic waves is used to construct an image of the 
subsurface structure of an object including the crevices. To 
avoid mechanic coupling problem commonly experienced in 
a conventional ultrasonic system with piezoelectric PZT 
transducer, this research uses an LGA as an actuator as it 
uses photoacoustic phenomena to produce acoustic waves 
directly on the surface of an object [14]. Thus, the 
mismatching impedance can be avoided as wave’s 
propagation into the object doesn’t need any other medium.  

A complete imaging system is shown in Fig. 1, which 
consists of three main components, beam source, acoustic 
sensor and a data processor. A continuous laser diode is used 
as an exciter source as it is cheap and compact [15-16], 
while the acoustic sensor is a standard audio microphone 
working in audible frequency to eliminate the need of high-
speed detector (ultrasonic) in the data processing [17].  Data 
collection is done by using an x-y stage driver to measure 
each point on the surface area to create two-dimensional data 
array which is used to construct an LGA image of the object. 

 

 
Fig. 1  LGA imaging system diagram consists of three main components; a 
laser diode, a microphone and a data processor. The Laser Generated 
Acoustic process occurs when there is a laser – object interaction. Acoustic 
signals generated in the process are recorded by the microphone on each 
point on the surface to create a two-dimension LGA image   
 

The result of experiments on subsurface corrosion 
imaging system of carbon steel is described in the last part of 

this report. A line profile analysis of the LGA image showed 
a detailed evolution process of crevice corrosion at 0.23 to 
0.73 mm depth. The system is able to examine the 
development of crevice in the first 5 hours after corrosion 
process begins including the shape of the crevice. A 
mathematical model of acoustic transmission of the LGA is 
designed, and the calculation shows a good fitting curve of 
the measurement with MAPE difference level about 12.5%.   

II. MATERIAL AND METHOD 

A. Material 

Artificial corrosion is introduced on a surface of an object 
to create research sample which is done by covering a 
carbon steel plate with paint while leaving some part of it 
open for exposure to corrosive materials. The sample is 
submerged in a concentrated corrosive solution Ferric 
Chloride (FeCL3) for some time. The illustration of sample 
making on an object is shown in Fig. 2. An image of the 
sample before initiation of corrosion is taken as a reference 
which will be compared to images after immersion.  Images 
are repeatedly taken until crevice is clearly detected. The 
subsurface structure is projected from the opposite side of 
the surface with the corrosion.  

 
Fig. 2  The sample is made of a steel carbon plate covered with protective 
paint with some part is exposed to a concentrated corrosive solution Ferric 
Chloride (FeCl3). To construct a subsurface image of the corrosion, imaging 
process is done on the other side of the surface. The process is repeated to 
create images of the evolution of corrosion 

B. Laser Generated Acoustic 

Photoacoustic model is designed by coupling mechanic 
wave’s equation and thermal diffusion on a surface material 
exposed to a laser beam [18].  The laser beam, in the form of 
short pulses or modulated waves, is used as the source of 
energy to thermally activate the material. The interaction 
between the beam and material causes heating on the 
exposed points on the surface material. Relationship 
connecting volume V and pressure p on a surface heated to 
temperature Θ at r position is expressed as  

 

( ) ( ).rTrp
V

dV Θ+−= βκ   (1) 

From the equation, β is thermal expansion coefficient of 
volume, while κ  is isothermal compressibility which is 
related to the material parameter in the form as follow  
 

⋅=
Vs

p

Cv

C
2ρ

κ           (2) 
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Terms ρ and vs are density and speed of sound 
respectively. CP is heat capacity at constant pressure, and CV 

is heat capacity at constant volume. For solid objects, both 
terms, CP and CV, will have similar values that cancel each 
other out. As the laser beam is modulated quickly, heating 
process has no significant effect on the volume. Thus its 
change is negligible in the equation. Using Equation 1, the 
acoustic pressure produced can be determined by [19] 

 

( ) ( )⋅Θ=
κ

β r
rp0

             (3) 

Assumed that all energy of laser beam pulse effectively 
transformed into heat, while other non-thermal energy lost is 
insignificant, the temperature increase of the material is 
given by the following 

 

,
V

e

C

A

ρ
=Θ           (4) 

with Ae is optical absorption per unit volume (or optical 
energy density deposition). From Equation 3 and 4, acoustic 
pressure generated by the photoacoustic process is given 
below [19] 

.0 e
V

A
C

p
κρ

β=            (5)
 

The term β/κρCV is called Gruneisen parameter which 
gives the empirical approach value for optical-mechanic 
conversion of certain material. Some empirical approaches 
of these parameters are discussed in a research report written 
by Vocadlo et al. [20].  

 

C. Acoustic Transmission 

When acoustic waves go through one medium to another, 
at the border of the two mediums, the waves will be reflected 
and transmitted.  The ratio of the waves’ intensity and 
pressure amplitude depend on the characteristic of acoustic 
impedance, the speed of sound in each medium and incident 
angle of the wave [21]. Fig. 3 illustrates incident, reflected 
and transmitted waves with an angle θi, θr and θt 
respectively.   

 

 

Fig. 3  Reflected and transmitted waves are generated when acoustic waves 
go through the border of medium 1 and 2 which have different 
characteristics. At x=0, continuity condition applied for both pressure and 
speed of wave. Thus transmission intensity can be calculated 

 
By applying pressure continuity on x=0, wave equation for 
xy plane can be derived as   
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Another quantity to justify is the continuity condition of 
velocity vector, with uj as speed component of each wave; 
the equation can be rewritten as   

 

.coscoscos ttrrii uuu θθθ =+   (7) 

The relationship between velocity and acoustic 
impedance zpuj ±=  can be used to link Equation 1 and 

2. In the condition where the angles ri θθ = ,  TR =+1  and  

( ) 2

21 TzzTI =    ; the intensity transmission coefficient can 

be calculated by the following equation   

     

 

( ) .
1

4
2

12

12

+
=

zz

zz
TI

             (8) 

III.  RESULT AND DISCUSSION 

A. Acoustic Generating Simulation 

Equation 5, acoustic pressure generated in the 
photoacoustic process will be the initiation source to 
stimulate acoustic wave’s propagation. In general, the 
equation of wave function with an external source φext is 
written as [18] 
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In two-dimension, the Equation 9 can be rewritten as 
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Accordingly, if the laser beam has a temporal function, 
( ) ( ) ( )tyx δδδ  while the external source, 

)()()(0 tyxp δδδ will produce coupled two-dimension wave 

function in form of 
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Calculation of Green function can be used to solve 
Equation 11 [22]. By using Laplace transformation in the 
final calculation, the solution is given as follow 
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The wave propagation equation can be determined by 
placing few parameters in Equation 12 for the calculation 
below 
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The Equation 13 illustrates the spreading pattern of 
acoustic waves emerging after the object was exposed to the 
laser. Acoustic waves appeared with the development of 
instantaneous initial pressure after the material contracts.  

The simulation process is run to produce an illustration of 
acoustic propagation pattern by using a carbon steel plate (10 
x 10 cm) as virtual object and speed of acoustic wave of 
6000 m/s. Short pulse laser beam is directed precisely in the 
middle of the object, and the acoustic waves generated in 
this procedure are recorded every 3 µs. The calculation result 
of Equation 1 at interval time of 1 to 10 µs is presented in 
Fig. 4. From the images, it is shown that a moment after the 
laser was exposed, a strong peak of initial pressure emerged 
at 1 µs. At this moment, the acoustic waves are generated 
directly on the object’s surface by LGA process. The initial 
pressure is the initiator of the waves’ propagation on the next 
phase which can be seen spreading in a circular pattern 
towards the edge of the object at 10 µs.  

 
Fig. 4 LGA simulation result on a carbon steel plate (10x10cm) with 
acoustic wave’s speed 6000m/s.  A moment after LGA interaction, at 1 µs, 
strong pressure emerged as initial trigger wavefronts spreading out the 
source in a circular pattern. At 10 µs, as the wavefronts reached the edge of 
the object, the amplitude decreased to 50%. 

B. LGA Signal Measurement 

LGA signal is measured by using audio recorder device 
PC Real Time Audio Spectrum Analyser (RTA 168) from 
Virtins Technology with main components of Measurement 
Microphone (ECM999, bandwidth 20-20 kHz) and XLR-to-
USB Sound Card (sampling rate 48 kHz, 16 bit). Fig. 5 
shows the arrangement of the devices. A laser was exposed 
perpendicularly to a carbon foil placed over a microphone 
layered with ultrasonic gel (Ultrasound Transmission Gel, 
General Care Ltd.) to create stronger bonding.  

The laser is modulated at three different frequencies, 
1.7x104, 1.4x104 and 1.3x104 Hz and each is recorded for 30 
seconds.  Spectrum curve is created with Fourier 
transformation by using the data collected. Observation of 
the spectrum gives a better result as the recorded data are 
mixed with background signal and noise during the 
measurement. Investigating the frequency helps to separate 
the LGA signal from the unwanted disruption. The 

measurement result of the three spectrum curves is shown in 
Fig. 6. The graph shows that there is peaks signal with a 
frequency which is relevant to its modulating laser.  This 
means that the microphone detects the acoustic waves 
produced by a photoacoustic process using LGA. The 
amplitude of the acoustic is significantly higher than the 
noise that makes it easy to isolate the proposed signal. 
Measurement result shows average amplitude is -63 dB with 
the lowest Signal to Noise Ratio (SNR) is 21 as calculated 
from modulation curve with frequency 1.3x104 Hz with an 
assumption that the microphone response is fixed on -70 dB. 
At a lower frequency, there is a significant increase of 
disruption caused by preamp noise which tends to be 
stronger [23]. Thus, in this measurement, the LGA signal 
modulation in a range of thousands Hz is effectively used as 
it produces significantly high amplitude. 

 

 
Fig. 5  Experimental Setup for Measuring Photoacoustic Signals on a 
Carbon foil  

 
Fig. 6  Spectrum curve of LGA signal recorded by the microphone. Peaks of 
acoustic waves can be distinguished significantly from their noise. At lower 
region, there is stronger noise. Thus the modulation is only effective at a 
higher frequency 

C. Subsurface Corrosion Imaging 

Fig. 7 shows the object of the research which is made of 
carbon steel plate of 1.41 mm thickness, a mass of 6.21 gram 
and by a size of 29x18 mm. The scanning process is done on 
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the top surface of the object while the corrosion is at the 
bottom. Corrosion is purposely created across the middle of 
the object by size 1x18mm (white line), while the size of 
scanning area is 10x5 mm (yellow line) across the surface 
perpendicular to the corrosion. Scanning result of this area is 
used to construct an LGA image. 

 

 
(a)    (b) 

Fig. 7  (a) Research Object is made of a carbon steel plate in size of 
29x18mm and thickness of 1.41mm. The scanning area is on the upper 
surface (Top) while corrosion is made underneath it (Bottom). Scanning 
area (yellow line) is done across the corrosion area (white line).  (b) 
Corrosion on the object after 19.5 hours 

After initial scanning, the object is submerged in a 
corrosive solution in 6 different amount of time as shown in 
Table 1. The processing time taken into consideration is only 
immersion stage, while both scanning and measuring period 
are negligible. The amount of time for submerging the object 
in the solution is used as a reference for corrosion period. 
The object is weighed to measure the change of mass. 
Micrometre screw gauge is used to measure the depth of 
crevice to the end tip.  

TABLE I 
MASS AND DEPTH CHANGE DURING CORROSION 

 

No. Immersion time 
(Hour) 

Mass 
(gr) 

Corrosion depth 
(mm) 

1. 0 6.21 0 
2. 5 6.08 0.23 
3. 7.5 6.05 0.29 
4. 11 5.94 0.47 
5. 12 5.91 0.52 
6. 15 5.85 0.62 
7. 19.5 5.75 0.73 

LGA image of the research object before corrosion 
process is shown in Fig. 8 which shows that there is no 
significant change in the intensity of the waves. This because 
the acoustic transmission coefficient is homogenous over the 
object surface before crevice corrosion is formed. More 
detailed evaluation is done by observing subsequent images 
of the surface in the next figures. 

Stage by stage the object is introduced to corrosion and 
scanned to create LGA images (Fig. 9). First five hours after 
immersion, the image started to show intensity changes in 
the middle part. Fig. 9 shows a slight change of image on the 
corrosion area. Observation of the image explains 
increasingly significant difference after 7.5, 11 and 12 hours 
of corrosion. Corrosion starts from the middle part exposed 
to the corrosive solution. The next stage, after 15 and 19.5 
hours, there is a significant increase of acoustic wave 
intensity. Referring to the depth of the corrosion in Table 1, 

the crevice is not only deeper but also starts spreading 
sideways. These substantial changes produced an LGA 
image with strong intensity, particularly after 19.5 hours. At 
this stage, the crevice has passed 50% of the object’s 
thickness which is sufficient for a detailed analysis.  

 

 
Fig. 8  LGA image of the object before corrosion shows an even distribution 
of wave intensity over the surface. The line-profile sample for the analysis 
is taken from the middle part of the image (dashed line) 

 
Fig. 9  Subsurface image of the object after 19.5 hours of immersion.  A pit 
is formed in the exposed area as a result of mass destruction  

Fig. 9 shows evolution process of subsurface corrosion for 
the first 5 hours to 19.5 hours when the depth of corrosion 
passed 50% of the object's thickness. Direct observation of 
the LGA images illustrates how the intensity of the image 
changes according to the growth of crevice corrosion under 
the surface of the object. 

LGA images have shown clearly the development of 
subsurface crevice corrosion; however, for a better result, a 
line-profile analysis is done on mass change and depth of 
corrosion. A cross-section line is taken from the middle part 
of scanning area shown as a dashed line on Fig. 8. The line-
profile curves are combined as shown in Fig. 10 which 
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illustrates how corrosion process increases the intensity of 
acoustic waves due to the length of immersion time. 
Moreover, the curves indicate the possibility to observe the 
development of corrosion earlier than five hours. This 
opportunity rises as there is a significant difference of the 
peaks between time 0 and 5 hours. Therefore, in this interval 
time, there is a chance of detecting corrosion at an early 
stage. Besides predicting the beginning of corrosion, the 
line-profile curve on Fig. 10 also shows the propagation of 
pit corrosion which can be seen from the expanding curve at 
the bottom along with the immersion time.  

 
Fig. 10  The line-profile of LGA images shows the evolution process of 
subsurface corrosion. Besides increasing amplitude, the bottom or the 
curves are expanding as the immersion time increases. The vertical line is 
the position of line-profile for further analysis 

 

Graph of immersion time to mass change and depth of 
crevice corrosion is shown in Fig. 11 to study the evolution 
process of crevice corrosion. The mass change to immersion 
time curve (left) shows a relatively constant gradient which 
represents the speed of corrosion in a unit of mass per unit of 
time. This linearity is assumed to occur because the increase 
in the exposed area is not strong enough to speed up the 
corrosion. Graph of immersion time to the depth of corrosion 
(right) has a different gradient to mass change. As the time 
of immersion increases, change of depth of corrosion is 
slower. Hypothetically, if the change of mass is constant, the 
change of depth of crevice is also constant. However, the 
result shows that this hypothesis is only true for a constant 
width of the crevice to time; the change of mass is affected 
only by the change of depth of crevice.  In this case, the 
width changed over time which affects the reduction of mass 
during corrosion process. Therefore, the total lost mass per 
unit of time will be constant even though the depth change is 
slower which can be seen from curve trend shown in Fig. 11. 
Referring to Fig. 10, peaks and width of the crevice 
increases with the time of immersion. A rise of amplitude 
shows expanding area of which the transmission coefficient 
is changing as a result of corrosion.  

An advanced analysis was done to study the acoustic 
transmission process on crevice corrosion by creating a 
transmission model on the three medium as shown in Fig. 
12. LGA produced acoustic waves directly on the first 
medium, which is the carbon steel plate, with a modulation 
of 5x103 Hz.  Characteristic of this material is given by 

impedance of 45.4 Mrayl and speed of 6000 m/s. The waves 
go through the second medium, crevice corrosion with 
thickness L filled with liquid, and thus the approach used for 
the medium is given by water characteristic with an 
impedance of 1.48 Mrayl and speed of wave 1480 m /s. 
After passing the crevice corrosion, acoustic signals reached 
the last medium and be recorded by the microphone. As the 
microphone tip is aluminium, the characteristic used in the 
model is the impedance of 17.4 Mrayl and speed of wave 
6320 m/s. 

 

 
Fig. 11   Change of mass of the Object to time graph (Left) and corrosion 
depth to time graph (Right). The gradient of the change of mass graph tends 
to be constant, while the gradient of the corrosion depth graph is decreasing 
with time. These data represent detailed information of the evolution 
process of crevice corrosion 

 

 

Fig. 12  Diagram of acoustic transmission model on three mediums; a 
carbon steel plate, a corrosion crevice, and a microphone. Each medium is 
characterised by different acoustic impedance Zi, and wave number ki. LGA 
will produce acoustic waves directly on the carbon steel plate which go 
through the crevice corrosion (with thickness L) and be detected by the 
microphone 

Applying the scheme on Fig. 12, a complex wave 
equation can be formulated according to its parameter and 
geometrical properties. The position of the laser is set to be 
perpendicular to the surface so that the acoustic waves' 
propagation angle of incidence θ is 90o. Using the same 
resolution as of Equation 8, a set of wave transmission and 
reflection function can be derived as shown in Table 2.  

 
TABEL II 

WAVE EQUATION SET SHOWN IN FIG. 12 
 

Carbon Steel Corrosion Microphone 
( )xktj sePp −= ω

11  
( )xktj cePp −= ω

33  ( )xktj mePp −= ω
55  

( )xktj sePp += ω
22  

( )xktj cePp += ω
44   

 

Equations in Table 2 are used to formulate a transmission 
intensity coefficient equation for the model as follow   
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Zi and ki are acoustic impedance and wave number 
consecutively, for a medium with an index i are s (carbon 
steel), c (corrosion) and m (microphone). Curves of 
calculation result and of measurement are compared in Fig. 
13 which shows both are well fitted. As for the shallower 
corrosion, there are fluctuations possibly caused by irregular 
crevice corrosion resulting in different transmission 
coefficient. The difference between the curves is calculated 
by a method of mean absolute percentage error (MAPE) 
[24], giving a result of 12.5%.  

 

Fig. 13  Photoacoustic amplitude to corrosion depth graph, measurement 
result fits the calculation product using Equation 9.  

IV.  CONCLUSION 

LGA interaction process has proven to be useful to 
construct a detailed image of subsurface corrosion. The 
system built in this research was able to capture the 
evolution process of subsurface crevice corrosion from 
initiation to the resulting destruction stage. The LGA images 
produced can be used to study the geometrical formation of 
crevice corrosion and its relation to the mass degradation of 
the object. The mathematical model formulated can explain 
the physical process of corrosion with a mean absolute 
percentage error (MAPE) of 12.5%.  

NOMENCLATURE 

V volume m3 
p pressure Pa 
C thermal capacity J/K 
v velocity m/s 
z acoustic impedance rayl/m2 
k wavenumber cm-1 
u velocity component m/s 
R reflectance coeff. 
T transmittance coeff. 

 
 
Greek letters 
κ isothermal compressibility 
β   volumetric thermal expansion K-1 

η mass density kg/m3 
θ angle rad  
Φ temperature K 
ϕ wave function 
 
Subscripts 
s sound 
i incident  
r reflected  
t transmitted 
I intensity 
ext external 
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